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Test Results (ASTM C136) Material Description

Atterberg Limits

Classification

Test Remarks

Sample Date:
Location: North Yard (Golden)
Sample Number: 5304

Client:

Project:

Project No: Figure

Sieve Size
or

Diam. (mm.)

Finer
(%)

Spec.*

(%)

Out of 
Spec.
(%)

Pct.
of

Fines

Recycled Concrete 1-1/2" - 3/4" minus

1-1/2"
1"

3/4"
1/2"
3/8"
#4
#8

#16
#30
#50
#100
#200

100
49
14

1
0
0
0
0
0
0
0

0.1

90
82
73
61
44
29
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Colorado Aggregate Recycling

Colorado Aggregate Recycling - 2026 Various Laboratory Projects

26-1-168

PL= LL= PI=

USCS= AASHTO=

* (no specification provided)
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