Particle Size Distribution Report

ASTM C136
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GRAIN SIZE - mm.

% Fines

Clay

Silt

% Sand

Medium

Fine
11

30

Material Description

poorly graded sand with gravel
Recycled Asphalt 3/4" minus

Atterberg Limits
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Classification

AASHTO

= s

USCS

Test Remarks

Coarse

22

% Gravel

Fine

36

Coarse

% +3"

Test Results (ASTM C136)

Pct
of
Fines

Out of
Spec
(%)

Spec.®
(%)

Finer
(%)

100
93
86

46
30

17

8
3
15

Sieve Size
or
Diam. (mm.)

3/8"

3/4"
2"

#3

#16

#30

#50
#100
#200

*

(no specification provided)
Location: North Yard (Golden)

Sample Number: 5305

10/8/26

Sample Date:
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